
  Jonghee Connectors Material Test 

  
 1.Room Temperature (before test sample was evacuated for 2 h, purged from bottle for 16 h , evacuated for 1.5h, purged from Luke for 15 min.)  

 2.Vapor Test (before test sample was evacuated for few minutes and purged from Luke for 1.5 h) 

 

 

 

 

1 2  

 

 


